
 

 
May 22, 2024 
STONEGLASS SRL 
Via del Commercio Nord 83-85 
56034 Casciana Terme Lari (PI) 
Italy 

The samples you submitted were tested per your request. The testing was performed by Liberty Mutual 
Industrial Hygiene Laboratory in Hopkinton, MA. All comments, findings, and interpretations within this 
report were made by Liberty Mutual Industrial Hygiene Laboratory. 
 
IPAL Test Report #:       Product Name:                             Cristobalite (%)                            Quartz (%) 
IPAL-0255-24                 STONEGLASS MICROGLASS                  <1.0%                                       <0.75% 

 


